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Age
At

Inspection

Last
Inspection

Date(SqFt)
True AreaLanesRankUseSurfaceLast

Const.
Date

Section IDBranch ID PCI

09/01/1978100-01100 (Taxiway A) 05/08/2002 59.00AC TAXIWAY S 0 67,500.00 24

09/01/19781300-011300 (Taxiway M) 05/08/2002 57.00AC TAXIWAY S 0 10,000.00 24

09/01/1978200-01200 (Taxiway B) 05/08/2002 70.00AC TAXIWAY S 0 237,500.00 24

09/01/1978300-01300 (Taxiway C) 05/08/2002 67.00AC TAXIWAY S 0 10,000.00 24

09/01/19784100-014100 (WEST APRON) 05/08/2002 62.00AC APRON P 0 648,000.00 24

09/01/19784200-014200 (Northeast Apron) 05/08/2002 72.00AC APRON S 0 80,000.00 24

09/01/19784200-024200 (Northeast Apron) 05/08/2002 64.00AC APRON S 0 397,375.00 24

06/08/19874300-014300 (Southeast Apron) 05/08/2002 77.00AC APRON T 0 235,000.00 15

09/01/1978600-01600 (Taxiway F) 05/08/2002 64.00AC TAXIWAY S 0 11,250.00 24

09/01/19786100-016100 (Runway 01/19) 05/09/2002 50.00AC RUNWAY P 0 400,000.00 24

09/01/1978700-01700 (TAXIWAY G) 05/08/2002 68.00AC TAXIWAY S 0 11,250.00 24

09/01/1978800-01800 (Taxiway H) 05/08/2002 70.00AC TAXIWAY S 0 11,250.00 24



Date: 3 /23/2003 Section Condition Report
Pavement Database: 

Page 2 of 2

PCI
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77.00

63.91

65.00

77.00

61.30
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1
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235,000.00

1,884,125.01

2,119,125.01
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15.00
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Arithmetic
Average
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PCI

0.00

6.29

7.02


